Summary Tables of Data Elements

Table A.2. NCDOT Pavement Condition Survey (Asphalt Pavement).

Data Flements
Alligator Cracking (Fatigue
Transverse cracking
Raveling
Oxidation
Bleeding
Patching
Ride Quality (Roughness)
Rutting
Texture
Friction

Table A.3. NCDOT Pavement Condition Survey (Concrete Pavement).

Pavement Type Data Elements
Shoulder Condition
Surface Wear
Pumping

Ride Quality

Texture

Friction

Patches

Longitudinal Cracking
Transverse Cracking
JCP Corner Break

Spalling

Joint Seal Damage
Faulting of Transverse
Patches

Longitudinal Cracking
Transverse Cracking
Punchouts

Narrow Cracks

‘Y’ Cracks

General

CRCP
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